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o6pastnos 1, 3, 4, mporpetsix mpu 1200 °C (@) u 1500 °C (6)

Fig. 6. Chromaticity diagram (CIE-1931 colour space) for samples 1, 3, 4
heated at 1200 °C (a) and 1500 °C (b)



