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Puc. 5. Tepmorpammsl I1aBieHus crutaBoB cucteMsl Al — Ge:

a — ObIcTpo3aTBep/ieBias (oibra; 6 — MACCHBHBIC 00pa3Ilbl

Fig. 5. Thermograms of melting of alloys of the Al — Ge system:
a — rapidly solidified foils; b — massive samples



